
 Steel grade………………………………………………………………STRENX 700 MC Plus

 Edge condition………………………………………………………………Mill edge

 Surface condition………………………………………..As rolled

  

Product program
STRENX 700 MC Plus

In dimensions according to the following diagram:

Other requirements may impose further restrictions in addition to what have been specified above. 

Hot rolled wide strip in sheets can be provided with respect to the following requirements
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